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WONDERFUL MANUFACTURE AND TRADE COMPANY LIMITED
NO 88 XINGWANG STREET,SHENGZHOU,SHAOXING CITY,ZHEJIANG,CHINA

The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : (A,B)scrunchies

(C,D)pillow cover

Sample Color 
Composition 
Style No.

:
: (A)animal print; (B)black; (C)animal print; (D)black
: (A)100% SILK; (B) 100% SILK; (C) 100% SILK; (D) 100% SILK
: W01

End Use : (A)SCRUNCHIES & pillow case; (B)SCRUNCHIES & pillow case;
(C)SCRUNCHIES & pillow case; (D)SCRUNCHIES & pillow case

Manufacturer 
Supplier
Country of Origin 
Country of Destination

: WONDERFUL MANUFACTURE AND TRADE COMPANY LIMITED
: WONDERFUL MANUFACTURE AND TRADE COMPANY
: China
: UK

Sample Receiving Date 
Testing Period

: Oct 14, 2020
: Oct 14, 2020 - Oct 17, 2020

Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 
sample(s) tested, for further details, please refer to the following page(s).

Test Performed : Selected test(s) as requested by applicant

Signed for and on behalf of
SGS-CSTC Standards Technical 
Services Co., Ltd. HangZhou Branch

Jack Zhang (Account Executive)
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Test Result

Colour Fastness To Perspiration

(ISO 105-E04:2013; test specimen in vertical position)

Acid

- Unit C D
Change in Shade - 4-5 4-5
Staining On Multi-fibre Stripe
Acetate - 4 4
Cotton - 4-5 4-5
Polyamide - 4 4
Polyester - 4 4
Acrylic - 4-5 4-5
Wool - 4 4
Cross Staining - 5 -

Alkaline

- Unit C D
Change in Shade - 4-5 4-5
Staining On Multi-fibre Stripe
Acetate - 4 4
Cotton - 4-5 4-5
Polyamide - 4 4
Polyester - 4 4
Acrylic - 4-5 4-5
Wool - 4-5 4
Cross Staining - 5

Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is worst and 5 is best.
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Colour Fastness To Rubbing

(ISO 105-X12:2016; Size of rubbing finger: 16mm dia.)

As Received

- Unit C D
Dry Staining - 4-5 4
Wet Staining - 4-5 4

Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is worst and 5 is best.

Sample Photo
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***End of Report***


